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SAMPLES IN GOSSAN
Assays are ounces of gold par ton

Sample cut; gold, 0-0 045 ounces
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Sample cut: gold. 0.045-0.095 ounces
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300 Feet
;

Datum is mean sea level

MAP OF UNDERGROUND WORKINGS OF THE STOWELL MINE, SHOWING OUTLINE OF GOSSAN, SHASTA COUNTY, CALIFORNIA
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